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Guangzhou STLTesting Technology Co., Ltd. No. 15, Hehe road, Shiling, Huadu Dist.,Guangzhou, Guangdong Province, China

广州市顺通检测科技有限公司 广州市花都区狮岭镇合和路 15号 Tel：86-20-36922002 Email：maggie_stl@163.com

Applicant : OYCAccessories Co.,Ltd.

Address : No.9, Fuqiang Road, Hecheng New Second Team, ShiLing, Huadu, GuangZhou City,
GuangDong Province, CHINA

The following merchandise was submitted and identified by client as：

Sample Name : Silvery hook

Order No. : /

Style No. : /

Buyer’s Name : /

Vendor : /

Supplier : /

Sample Received Date : 2020-08-11

Tested Date: : 2020-08-11 To 2020-08-12

Test Request : As specified by client, to determine the Tensile strength on the submitted sample(s)

Test Method : Please refer to next page(s).

Test Result(s) : Please refer to next page(s).

Approved：

Laboratory Manager
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Test Result(s)
1.Tensile strength：

Test method: refer to ISO 13934-2:2014, to determine the Tensile strength.

Testing conditions

Ambient Temperature 20℃±2℃

Relative Humidity 65%RH±4%RH

Stretching Speed 300mm/min

NO. Test Result

1 43.85kg

Test material list：
NO. Test sample

1 Silvery hook
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Sample(s) Photo

**** End of Report ****
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