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Applicant : OYCAccessories Co.,Ltd.

Address :
No.9, Fuqiang Road, Hecheng New Second Team, ShiLing, Huadu, GuangZhou City,
GuangDong Province, CHINA

The following merchandise was submitted and identified by client as：

Sample Name : Hook

Order No. : /

Style No. : /

Number of Sample : 3PCS

Received Date : 2022-11-08

Tested Date: : 2022-11-08 To 2022-11-08

Test Request : 1. Total Lead (Pb)

Test Method : Please reference to next page(s).

Test Result(s) : Please reference to next page(s).

\

Approved：

Technical Director
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Test Result(s)
1. Total Lead (Pb)：

Test Method：With reference to CPSC-CH-E1001-08.3, analyzed by AAS.

Test Item(s)
MDL
(mg/kg)

Client’s limit
(mg/kg)

Test result (mg/kg)

1

Lead (Pb) 10 90 17

Remark： 1) 0.1%=1000mg/kg

2) MDL = Method Detection Limit

3) N.D =Not Detection (<MDL)
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Test Material list：

Sample(s) Photo

----------- End of Report -----------

No. Sample Description Location

1 Bronze metal Hook (Movable buckle / buckle body / tail buckle)
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